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TEST REPORT

1. N0 :  CT21-055318E
2. Client
O Name :  roVa corporation
O Address : 18F, 1826, 382, Gangna—dero, gangnam-gu, Seoul, Korea
3. Date of Test : 2021.05.12 ~ 2021.05.25
4. Use of Report : (Quality Management
5. Test Sample : roVa Flex Plus

6. Test Method
(1) KS C IEC 62631-3-2:2015

7. Test Results
1) roVa Flex Plus

Test |tem(s) Unit Nl‘ta?éd Test Results Remark Loc.
A 10 (23] 2)i°c i (50I£5) %
Sur face Resistivity Q (1) 4.12 x 10 RH.. 100V A

¥ Location
A : 595-10, Pyeongsin 1-ro, Daesan-eup. Seosan-si, Chungcheongnam—do, Republic of Korea

Tested B ) Technical Manager i |
Affirmation { J - o on

| ] . Ivh, ”u’% i
Name : Lee Doo Hee —€£.  (Name : Choi, Jung Jin J *

This report is not accredited by KOLAS.

Our report apply only to the standards or procedures identified and to the sample(s) tested unless otherwise specified. The test
results are not indicative of representative of the qualities of the lot from which the sample was taken or of apparently
identical or similar products. The results of using only a portion of this report cannot be guaranteed. The authenticity of this
test report can be checked on KCL website(www.kc!.re.kr).

2021.05.25
Korea Conformity Laboratories President Yoon, Kap Seok 27~ . kaf%wk
/

Result Inquiry : 595-10, Pyeongsin i-ro, Daesan-eup, Seosan-si, Chungnam, 31900, Korea (82-41-419-3207)
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No : CT21-055318E TEST REPORT

8. Photos of ‘Sﬁﬁlple |

————— End of Report ———
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